Ash Sample Results for TVA Kingston

Kingston Kingston Kingston Kingston Kingston Kingston Kingston
Dredged Ash  Bottom Ash Bottom Bottom Flyash Flyash - Dr  Bottom
Ash Ash Cell Ash
Sample Point
Sample Date 1/28/1992 Dec-90 Mar-92 Oct-93  Feb-05 Feb-05| Feb-05
Sampling Organization TVA TVA TVA TVA TVA TVA TVA
TVA Env Lab TVA TVA TVA
Laboratory
EPA Region 9 EPA Region 9 mg/kg mg/kg mg/kg mg/kg  mg/kg mg/kg  mg/kg
PRG - PRG -
HW Screening Residential Industrial
Total Metals (mg/kg) Level (mg/kg) (mg/kg) (mg/kg)
Aluminum (Al) 76000 100000 13000 21000 2600
Antimony (Sb) 31 410 MDL mdlI mdl|
Arsenic (As) 100 0.39 16 49 61 280
Barium Ba) 2000 5400 67000 480 430 79
Berylium (Be) 150 1900 1.6 1.7 0.13
Cadmium (Cd) 20 370 450 0.53 mdl| mdlI
Calcium (Ca) NA NA 6000 5500 2900
Chromium (Cr) 100 210 450 35 27 mdl
Cobalt (Co) 900 1900 12 18 7.2
Copper (Cu) 3100 41000 100 54 15
Iron (Fe) 23000 100000 17000 21000 98000
Lead (Pb) 100 400 800 11 23 21
Lithium (Li) 1600 20000 48 19 2
Magnesium (Mg) NA NA 1280 1800 1100
Manganese (Mn) 1800 19000 68 96 150
Mercury (Hg) 4 23 310 MDL 0.16 0.1
Molybdenum (Mo) 390 5100 7.4 2 mdl|
Nickel (Ni) 1600 20000 34 34 20
Selenium (Se) 20 390 5100 MDL mdl mdl
Silver (Ag) 100 390 5100 MDL mdl| mdl|
Strontium (Sr) 47000 100000 280 330 39




Ash Sample Results for TVA Kingston

Kingston Kingston Kingston Kingston Kingston Kingston Kingston
Dredged Ash  Bottom Ash Bottom Bottom Flyash Flyash - Dr  Bottom
Ash Ash Cell Ash
Sample Point
Tin (Sn) 47000 100000 MDL md] md]
Thallium (Th) 5.2 67 mdlI mdl| md]I
Titanium (Ti) 100000 100000 470 720 110
Vanadium (V) 78 1000 100 86 21
Zinc (Zn) 23000 100000 39 75 140
Zircomium (Zr) NA NA
TCLP Limit
TCLP Metals (mg/L)
Arsenic (As) 5 0.23 >0.05 0.23 2.2 0.56 0.46 0.006
Barium Ba) 100 2.1) 0.31t00.91 2.1 0.72 0.28 1.5 0.39
Cadmium (Cd) 1 0.005 <0.01 0.005 0.001  0.0057 md] md]
Chromium (Cr) 5 0.005 <0.01 0.005 <0.01 0.8 mdlI md]
Lead (Pb) 5 0.025 <0.05 0.025 0.002 0.059 mdl md]
Mercury (Hg) 0.2 0.002 < 0.0005 <0.002 <0.0002 <0.002 mdl md]
Selenium (Se) 1 0.011 <0.01 0.011 0.049 <0.001 0.022 0.004
Silver (Ag) 5 0.01 <0.01 <0.01 <0.01 <0.01 mdl md]




